Bangladesh Textile Mills Corporation
Quality Control Department

- BTMC Bhaban
7-9, Kawranbazar Dhaka-12135.
No0.24.03.0000.104.27.112.18- 4L Dated: 03-10-2018
To,
Trade Exchange,

Tanbazar Narayanganj

Subject: Test Report of 04 (Four) No Yarn Sample.

TEST RESULTS OF YARN

SLN Nominal Count ] ACTUAL USTER RESULT
0. Thin Thick places/ Neps/ 1000 |

places/ 1000 m. m, ,

1000 m. SENSESE

01. Cone-1 Max: 42.63 - 5 ‘
Min: 42.07 | 3380 } |

| Avg: 4235 | |

02. | Cone-2 ]

Avg: 47.00

03. | Cone3 Max:46.95 | 3410 | - | : -
| Min: 4563 | 3350 | - | |
|Avg:4628 | 3300 | . SR

| 04 Cops [Max:42.63 |~ | 3760 ] - SN
Avg: 4164 | -

Max:

Min:

| Avg:

/ | Max:
|
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